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All Draft angles to be 2° unless otherwise specified on drawing

All Radii & Fillets to be 0.12" (3mm) unless otherwise specified

Note:-

2. Material: Gray Cast Iron as per ASTM A48 Class 30B. 

1. All the dimensions are in inches.

4. Tolerance should be ±0.0625", unless otherwise specified.

KS4/BASANTA DAS
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5. Refer Sigma QIP Doc.No : QA/QIP/MCC  for manufacturing

    and inspection procedure.

3. Meet H20 Loading Standards.
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